
REQUIREMENT G16                                              06232006 
 
MELT RELATED DEFECTS, I.E. HARD ALPHA, INCLUSIONS, VOIDS, WHICH DO 
NOT MEET GE AVIATION SPECIFICATIONS, ARE NOT SUBMITTED VIA THE 
NONCONFORMANCE DOCUMENT SYSTEM AND ARE NOT INTENDED FOR CUSTOMER 
SHIPMENT, REQUIRE AN INSPECTION REPORT TO BE SUBMITTED TO THE 
PURCHASER WITHIN 72 HOURS OF THE INSPECTION FINDING. 
THIS REPORT SHALL BE SUBMITTED TO THE GE AVIATION QUALITY 
REPRESENTATIVE AND SHALL CONSIST OF, AS A MINIMUM: 
 
    SUPPLIER NAME AND ADDRESS 
    MELT SUPPLIER AND HEAT NUMBER 
    GEAE PART NUMBER 
    NOMENCLATURE 
    INDICATION LOCATION/SIZE 
    MATERIAL SPECIFICATION 
    PROJECTED COMPLETION DATE OF EVALUATION 
    SCAN PRINT OF INDICATION 
    DISPOSITION 
 


